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Progress continues on the topic of tracer diffusion In MCT. We are

studying the Hg2 0 3 and Cd 0 9 tracer diffusion from 5000 to 3000C. We

fInd two to three branches In the Hg2 0 3 diffusion profile which are

associated with species % ,different diffusion rates. Since evidence

for the fastest species does not appear In the preannealed sample, we

chose to reveal the slower branches only. We are Investigating the Hg

vapor pressure dependence of the two slower branches to establish the

diffusion mechanisms for them. Our current results (T? 350°C) show that

the slowest branch Is Insensitive to Hg vapor pressure, whereas the

second fastest depends on Hg vapor pressure In such a manner consistent

with a change from a vacancy mechanism to an Interstitial mechanism

for Hg2 0 3 when the Hg vapor pressure changes from a Te-rich

condition to a Hg-rich condition. Two to three branches were found In the

d 10 9 diffusion profile. We also tried to resolve the slower two

diffusion processes. The slowest two were Independent of the Hg vapor

pressure. We are currently analyzing the theoretical relationship between

Interdiffusion and self-diffusion coefficients for this pseudo-binary

system, with the objective of explaining the branches that are

Independent of Hg vapor pressure.

We have finished the KIrkendall effect studies and marker experiment,

and hope to Interrelate all the diffusion studies.
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B. Growth Studies

The Isothermal liquid phase epitaxial technique (ISOLPE) was used to

Investigate tha Hg corner of the phase diagram and determine Hg-rich

Interdiffuslon coefficients at 450 and 5000 C. Good agreement was

obtained In each case with data found In the literature.

A slight modification has been made to the theory for the

determination of Interdiffusion coefficients from Isothermal growth

kinetics. The raw data were reanalyzed In the light of this revision and

used to fit the Interdiffuslon coefficient under Te-rich conditions to an

equation of the form:

Dx(cm 2 /sec.) = 300 exp(-7.53X)exp(-i.92eV/kT).

Progress continues on the application of the coulometrIc titration

technique to determine free energies of formation of the tellurides at

2910°K. Progress has been slow because of the time needed for

equilibration. There are also some questions that persist regarding the

stability of one of the LI/Te compounds needed for the calculation,

because of conflicting Information In the literature

II. Planned Activity for the Coming Period.

The work planned for the future emphasizes the following topics:

continuation of the experimental tracer diffusion studies; continuation of

the analysis of all diffusion results, including a unified theoretical

treatment; evaluation of epitaxial growth methods; and continuation of the

4.i electrochemical studies of the thermodynamic properties of the MCT

system.
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III. There were no changes In the key personnel In the report period.
IV. D. A. Stevenson Presented a seminar at the Rockwell Science Center on
March 10, 1986: "Dfffusion and Growth Studies In Mercury Cadmium

Telluride,
M.F.S. Tang and , .G. Fleming Presented Research reviews at Ford Aerospace
On July 14, 1986.
Two papers were presented at the Ninth Conference on Crystal Growth
June 3-6, 1986, Fallen Leaf Lake, California: Epltaxtal Growth of Mercury
"Isothermal Liquid Phase Cadmium Telluride," J.G. Fleming and D.A.
Stevenson
"'Intordfffuston and the Kirkendall Effect In the HgTe-CdTa System,*M.F.S. Tang and D.A. Stevenson.
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